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ABSTRACT

An engineering test exploring the feasibility of using 5, 000-pound-capacity
floor tiedowns for securing U. S. Army aircraft in commercial and mili-
tary van contane.-s was conducted by Engineering Research Division,
U.S. Army Transportation Engineering Agency, Military Traffic Manage-
ment and Terminal Service, Fort E-istis, Virginia. The tiedowns were
secured alternately to four species of wood (representing types o- wood

used in container floors) by wood screws, and the screws extracted by
applied loads from the wood at angles of 90 degrees and 45 degrees by a
universal testing machine. A working load of 30 percent of the failure
load was applied to the tiedown systeui, and held for 1/Z hour, with no
yield observed. The results of the laboratory tests showed the tiedown
system to be structurally adequate under static loads. A recommendation
was made to install these tiedo.wns in a van container and subject them to
dynamic loads in field tests using salvaged aircraft.

i
I
I
I

* I
! I

I
£

gI

I

! - --- -
-- ur

I____________ ________________. . . . . . .. .. . ..__________________ ____________ _________________



CONTENTS

Page

L INTRODUCTION. 1

II. OBJECTIVES . .
I

MI. CONCLUSIONS . . .

IV. RECOMMENDATIONS 1

V. PROCEDURES

VI. TRANSPORTATION ENGINEERING ANALYSIS

APPENDIX

Frucehauf Engineering Standard No. 32 (1961 - Revised
1967) Paragraph C, Grade ..... 7

DISTRIBUTION ....... .. 8

I"

Iv



1. INTRODUCTION

The U.S. Anrmy Transportation Engineering Agency (U.ATEA), MNilitary

Traffic Management and Termina) Service, Fort Eustis, Virginia, is
presently investigating the possibilit - of shipping sectionalized U.S. Army
aircraft by standard comm.ercial and mi!itar " van containers. One phase
of this investigation invoi-ves determining a tiedown ccnfiguration which is

capable of restraining the aircraft component within the container and which
will not per-manently damage or weaken the floor of the container.

-11. OBJECT--.ZS

I. To determine the static load -Ahich -will oul a srecific tiedown con-

figuration from vari-ous species of wood used in container floors.

-. To ascertain a structurally adequate tiedown which will! cause no per-
manent damage to or weakness in container floors-

3. To determine if a particular tiedewn ccnfiguration, laboratory tested,

could be considered adc.uate for installation in containers for field tests.

III. CONCLUSIONS

- 1. The tiedown cc nfiguration tested under static conditions is structurally
adequate for farther tests involving dynam-c loads.

j 2. Ease of installation and ease of procurement of the components of the
tiedown make this configuration a logical choice for further testiag.

1 3. This tiedown configuration will cause no permanent dam-age to or
weakening ;-n container floors. The screws used for tius test left four

718-inch-deep holes. less than 1/4-inch in diameter, which- can easily be
I filled with plastic wooC filler.
I

IV. RECOMINIZIDATIONS

1. That field tests be performed, _,sing this tiedown config-aatio- to con-
firm its usability and structural adequacy.

2. That salvaged aircraft be used in these field tests in the event that the

tiedowns vrov. structurally inadequate under dynamic loads.



3. That wood screws in pilot holes be started by turning them rather
than by driving with a hammer, in order to utilize fully the available
thread length of the screw.

4. That further testing begin immediately so that an adequate restraining

system will be available when the need arises.

V. PROCEDURES

One tiedown configuration was tested, using four species of wood. The
tiedown was a Ring Assembly, Tiedown, FSN 1560--9M8-6296, and its
Adapter Assembly, Tiedown, FS. 1560-909-8741, as removed from the
floor of a CH-47 Helico'.4er, and rated at 5, 000 pounds capacity (Figure 1).

This tiedown assembly was secured
to each wood specimen, in tur-,
with four No. 12 (0. 216-inch dian-

eter) 1-1/4-inch-cng steel wood
screws. PiG: holes of 0. 182-inch
diameter were drilled for each
wood screw. This size was chosen

because the National Design Speci-
fication for Stress-Grade Lumber
and its Fastenings 'A968), published
by the National Forest Products

" - _Association, recommends a maxi-
murr pilot-hole diameter in hard-

woods of 90 percent of the screw

diameter. The wood species tested
were white oak. beech, white ash,
and a soft variety of pine. The

three hardwood svecimens were af

Figure L. Tiedown Ring Assembly. FAS (First and Second) grade amd
met or exceded the s-ecffications icr

acceptable grade in F-_-,ehauff Engineeri-ng S-_ -:- n:her ptu A- e.edi.
A 300, 000-pounnd-capacity Tiiius-O1sen Uriv-rsal Testing M"achine was
usC-3 for ap--p!-n, the wizhd-awal loads (Figure 2).

- the first phase of testig, loads were applied slowly at Ioth 90 degrees
and 45 degrees to the wood suxface unil the woed screws se-uring the tie-
don withdrew fro the wood s ecirnen (Table 1). Each tesi was run
twice, and after an a.-erage withdrawal load for each wood species was
cormputed, a working load of 3D percent of withdrawal load (chosen to
represent a sufficient safety factor) was applied and held for 12 hour t-
check for vielding (Table Z).
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F-igure 2. -TinPss-Olsen Universal Testing Machine.

fr TABLE I
NAXMMU?.' LOAD WITHDRAWAL TESTS

Test Angle Withdrawal Load
Test No. (0) Wood Sinecies (lb)

190 'i'hite Oak 2,975
290 White Oak 2.900

3 90 Pine 2,500
4 90 ?ine 2,450
5 90 Beech 4,225
6 90 Beech 4,300

17 g0 WIV-te Ash 2,525
9 90 White Ash 2, 475
9 45 White Oak 1,725

;o45 White Oak 1,850
-11 45 Pine 1,225

12 4-5 Pine 2, 15CI13 45 Beech 2,800
I 14 4 Beech 2. 850
15 45 White A sh I, Soo

1645 White -Ash 1, 725
17 45 Pine 7,000

Pilot lHole Dianeter- N, -4 bit, 0. 182-inch

SPilot Hole Peneiratic-o. 3'4-inch
Screw (Thread) Pene-ratio- 718-inch (3;4-inchj
Screw T%-,e: Wood Scr-ew No. 12
Screw' Length 1-1/4 inches
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TABLE J1

WORKING LOAD WITHDRAWAL TESTS-

Test Average Working
Test Angle Withdrawal Load Load-- Yield
No. (0) Wood Species (Ib) (Ib) (in.)

18 90 Pine 2,475 743 None
19 90 White Oak 2,887 866 None
20 90 Beech 4,263 1,280 None £
21 90 White Ash 2, 500 750 None
22 45 Pine 1,791 537 None
23 45 White Oak 1,787 536 None

24 45 Beech 2,825 848 None
25 45 White Ash 1,763 529 None

*Applied for 1/2 hour in each test.
-'30 percent of average withdrawal load.

Two tiedowns were tested simultaneously for the 90-degree tests (Figure
3). This assured withdrawal from the weaker of the two wood specimens.
Therefore, the two values recorded for static withdrawal at 90 degrees are
the two lesser strength values of four tiedown configurations used in the
two tests.

* I

= i ti t

Figure 3. 90-Degree Extraction Test.
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The 45-degree tests were performed on each specimen individualiy (Figure

4). A 1/2-inch-diameter turnbuckle with 3/8-inch-diameter shackles at
each end was used between the tiedowns being tested.
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Figure 4. 45-Degree Extraction Test.

: V I. TRANSPORTATION ENGINEER rNxG ANA LYSIS

Tables 1 and 2 summarize the tests performed. The hardwoods were
tested to simulate container floors, while the pine was tested to compare
hardwoods and softwoods and to simulate rough field conditions when
container floors may be in such poor shape that screws may be withdrawn
more easily than under laboratory conditions. Actually, the pine was
observed to have greater resistance to withdrawal at 45 degrees than
white ash and white oak (see Table I).

The withdrawal angles were chosen because 90 degrees demonstrated the
maximum resistance to withdrawal, and 45 degrees represented field
conditions where tiedowns will usually be stressed at some angle from the
ve. 'ical between 30 degrees and 60 degrees. The probable maximum
accelerations to which these tiedowns may be subjected will be on the
order of Zg's. As the maximum weight of economically containerizable
sectionalized U.S. Army aircraft is under 2,000 pounds, and as four or
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more tiedowns will probably be used for each aircraft, laboratory testing
has established the structural adequacy of this tiedown configuration for
securing these aircraft with a sufficient safety factor, pending field tests,
or further laboratory tests using dynamic loads.
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Y APPE1NDIXf

EXTRACT: PARAGRAPHC

ii
FRUEHAUF ENGINEERING STANDARDS NO. 32

(1961 - REVISED 1967)

C. Grade

Finished flooring shall comply with the following limitations:

1 Face Back

1 1. Season Checks Not permitted. Not permitted.

2. Sound Sapwood Permitted. Permitted.

3. Knots 1/4 inch diameter Sound and tight knots
sound and tight knots permitted.
permitted. No two
knots closer than
10 inches.

4. Skips Surface skips permitted Surface skips permitted
provided thickness of provided thickness of
floor at point of skip floor at point of skip is
is not less than 1/16 not less than 1/16 inch

1 inch below nominal below nominal thickness
I thickness of floor - of floor-floor ski-as of
1 length of skip may be aggregate length of all

no longer than 1 inch components of one board
and aggregate length may not be greater than
of all skips on one length of that board.
board may not be
greater than 1Z inches.

5. Pin, Spot & Permitted to 1/4 inch Same as face.
Shot Worm diameter and not pene-
Holes trating thru board.

Scattered and not to
exceed an average of
one per square foot--
hole to be filled.

6. End Splits Not permitted. Not permitted.

7. Stains, Streaks Permitted if wood is Permitted if wood is
& Spots sound. sound.
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